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XL. Photocatalytic antibacterial performance of Sn4+-doped TiO2 thin films on glass substrate Sayilkan F., Asilturk M., KİRAZ N., BURUNKAYA E., ARPAÇ E., Sayilkan H.JOURNAL OF HAZARDOUS MATERIALS, vol.162, no.2-3, pp.1309-1316, 2009 (SCI-Expanded)XLI. Effect o f Fe3+ ion doping to  TiO2 on the photocatalytic degradation of Malachite Green dye under  UV and vis-irradiationAsilturk M., Sayilkan F., ARPAÇ E.JOURNAL OF PHOTOCHEMISTRY AND PHOTOBIOLOGY A-CHEMISTRY, vol.203, no.1, pp.64-71, 2009 (SCI-Expanded)XLII. Photocatalytic degradation of Congo Red by hydrothermally synthesized nanocrystalline TiO2 andidentification of degradation products by LC-MSERDEMOĞLU S., Aksu S. K., Sayilkan F., İZGİ B., ASİLTÜRK M., Sayilkan H., Frimmel F., Guecer S.JOURNAL OF HAZARDOUS MATERIALS, vol.155, no.3, pp.469-476, 2008 (SCI-Expanded)XLIII. Photocatalytic performance of Sn-doped TiO2 nanostructured thin films for photocatalytic degradation of malachite green dye under UV and VIS-lightsSayilkan F., Asilturk M., TATAR P., KİRAZ N., ŞENER S., ARPAÇ E., Sayilkan H.MATERIALS RESEARCH BULLETIN, vol.43, no.1, pp.127-134, 2008 (SCI-Expanded)XLIV. Preparation of re-usable photocatalytic filter  for  degradation of Malachite Green dye under UV and    vis-irradiationSAYILKAN F., Asilturk M., TATAR P., Kiraz N., Arpac E., SAYILKAN H.JOURNAL OF HAZARDOUS MATERIALS, vol.148, no.3, pp.735-744, 2007 (SCI-Expanded)XLV. Antibacterial thin films on glass substrate by so l-gel process   TATAR P., Kiraz N., Asilturk M., SAYILKAN F., SAYILKAN H., Arpac E.JOURNAL OF INORGANIC AND ORGANOMETALLIC POLYMERS AND MATERIALS, vol.17, no.3, pp.525-533, 2007(SCI-Expanded)XLVI. Photocatalytic performance of Sn-doped TiO2 nanostructured mono and double layer thin films for  Malachite Green dye degradation under UV and vis-lightsSAYILKAN F., Asilturk M., TATAR P., Kiraz N., Arpac E., SAYILKAN H.JOURNAL OF HAZARDOUS MATERIALS, vol.144, no.1-2, pp.140-146, 2007 (SCI-Expanded)XLVII. Photocatalytic performance of Sn-doped and undoped TiO2 nanostructured thin films under UV and vis-lightsArpac E., SAYILKAN F., Asilturk M., TATAR P., Kiraz N., SAYILKAN H.JOURNAL OF HAZARDOUS MATERIALS, vol.140, no.1-2, pp.69-74, 2007 (SCI-Expanded)XLVIII. Hydrothermal synthesis, characterization and photocatalytic activity o f nanosized TiO2 based catalysts for  rhodamine B degradation  Sayılkan F., ASİLTÜRK M., Şener S., Erdemoğlu S., Erdemoğlu M., Sayılkan H.TURKISH JOURNAL OF CHEMISTRY, vol.31, no.2, pp.211-221, 2007 (SCI-Expanded)XLIX. Photocatalytic performance of pure anatase nanocrystallite TiO2 synthesized under low temperature hydrothermal conditionsSayılkan F., Erdemoğlu S., Asilturk M., Akarsu M., Şener S., Sayılkan H., Erdemoğlu M., Arpac E.MATERIALS RESEARCH BULLETIN, vol.41, no.12, pp.2276-2285, 2006 (SCI-Expanded)L. Characterization of the hydrothermally synthesized nano-TiO2 crystallite and the photocatalytic degradation of Rhodamine BAsilturk M., Sayılkan F., Erdemoğlu S., Akarsu M., Sayılkan H., Erdemoğlu M., Arpac E.JOURNAL OF HAZARDOUS MATERIALS, vol.129, no.1-3, pp.164-170, 2006 (SCI-Expanded)LI. The synthesis and application of Pb-doped GLYMO/chelated-zirconium complex coating materials for UV-light absorptionASİLTÜRK M., Sayılkan F., Sayılkan H., Icduygu G.JOURNAL OF APPLIED POLYMER SCIENCE, vol.99, no.3, pp.1175-1179, 2006 (SCI-Expanded)LII. Characterization and photocatalytic properties o f TiO2-nanosols synthesized by hydrothermal process at low temperature Sayılkan F., Asilturk M., Erdemoğlu S., Akarsu M., Sayılkan H., Erdemoğlu M., Arpac E.



MATERIALS LETTERS, vol.60, no.2, pp.230-235, 2006 (SCI-Expanded)LIII. A novel approach to  the hydrothermal synthesis o f anatase Titania nanoparticles and the  photocatalytic degradation of rhodamine BAkarsu M., Asilturk M., Sayılkan F., Kiraz N., Arpac E., Sayılkan H.TURKISH JOURNAL OF CHEMISTRY, vol.30, no.3, pp.333-343, 2006 (SCI-Expanded)LIV. UV-absorption and thermal properties o f Pb-doped glymo/damo-derived coating materials prepared by sol-gel processSayılkan F., ASİLTÜRK M., İçduygu M. G., Sayılkan H.JOURNAL OF MATERIALS SCIENCE, vol.40, no.21, pp.5779-5782, 2005 (SCI-Expanded)LV. The synthesis and applications of Cr-doped GLYMO and GLYMO/DAMO surface coating systems forabsorbing UV-light by so l-gel process ASİLTÜRK M., Sayılkan F., Icduygu G., Sayılkan H.TURKISH JOURNAL OF CHEMISTRY, vol.29, no.1, pp.83-93, 2005 (SCI-Expanded)LVI. Characterization of TiO2 synthesized in alcohol by a so l-gel process: The effects o f annealing   temperature and acid catalystSayılkan F., Asilturk M., Sayılkan H., Önal Y., Akarsu M., Arpaç E.TURKISH JOURNAL OF CHEMISTRY, vol.29, no.6, pp.697-706, 2005 (SCI-Expanded)LVII. The effect o f silane modification on the adsorptive properties o f natural pyrophyllite and synthetic  titanium-based powders prepared by the so l-gel process Şener Ş., Erdemoğlu M., ASİLTÜRK M., Sayılkan H.TURKISH JOURNAL OF CHEMISTRY, vol.29, no.5, pp.487-495, 2005 (SCI-Expanded)
Articles Published in Other JournalsI. ARSENIC REMOVAL TECHNOLOGIES: MAPPING GLOBAL RESEARCH ACTIVITIES (1970-2019)Aktaş K., Karadirek İ. E., Göktepe D. H., Asiltürk Ersoy M., Erdem Ünşar A.Kocaeli Journal of Science and Engineering, vol.5, no.1, pp.42-53, 2022 (Peer-Reviewed Journal)
Refereed Congress / Symposium Publications in ProceedingsI. Nanoakışkanlar ve Güneş Enerjili Sıcak Su Sistemlerinde KullanımıATMACA İ., KOÇAK SOYLU S., ÖZDEMİR O. S., ASİLTÜRK M.8. Güneş Enerjisi Sistemleri Sempozyumu ve Sergisi, Mersin, Turkey, 8 - 09 November 2019II. Al2O3-Su Nanoakışkan Kullanımının Isınan Bir  Yüzeyden Olan Isı Transferine Etkisinin Deneysel Olarak İncelenmesiÖZBALCI O., DOĞAN A., ASİLTÜRK M.22. Isı Bilimi ve Tekniği Kongresi, Kocaeli, Turkey, 11 - 14 September 2019, pp.35-40III. Dye adsorption on activated carbon produced from Citrus aurentium peelsAktaş K., Günay A., Özkaleli M., Asiltürk Ersoy M., Erdem Ünşar A.1st Eurasia Environmental Chemistry Congress (EnviroChem), Antalya, Turkey, 1 - 04 November 2018, pp.49IV. Activated Carbon Production from Local Agricultural ResidGünay A., Aktaş K., Özkaleli M., Asiltürk Ersoy M., Erdem Ünşar A.4th International Conference on Environmental Science and Technology (ICOEST), Kyyiv, Ukraine, 19 - 23September 2018, pp.81V. Kinetic study of dye adsorption on activated carbon produced from bitter  orange peels GÜNAY A., AKTAŞ K., ÖZKALELİ M., ASİLTÜRK M., ERDEM A.4th International Conference on Environmental Science and Technology, Kiev, Ukraine, 19 - 23 September 2018,vol.-VI. Kinetic study of dye adsorption on activated carbon produced from bitter  orange peels



GÜNAY A., AKTAŞ K., ÖZKALELİ M., ASİLTÜRK M., ERDEM A.4th International Conference on Environmental Science and Technology, Kiev, Ukraine, 19 - 23 September 2018,vol.-VII. Activated carbon production from local agricultural residueGÜNAY A., AKTAŞ K., ÖZKALELİ M., ASİLTÜRK M., ERDEM A.4th International Conference on Environmental Science and Technology, Kiev, Ukraine, 19 - 23 September 2018,vol.-VIII. Kinetic Study of Dye Adsorption on Activated Carbon Produced from Bitter Orange PeelsAktaş K., Günay A., Özkaleli M., Asiltürk Ersoy M., Erdem Ünşar A.4th International Conference on Environmental Science and Tehnology (ICOEST), Kyyiv, Ukraine, 19 - 23September 2018, pp.1IX. Nanopartikül tutturulmuş aktif  karbon ile ortam havasında uçucu organik bileşik gideriminin  değerlendirilmesiOlgun B., Erdem Ünşar A., Asiltürk Ersoy M., Doğan G.VII. Ulusal Hava Kirliliği ve Kontrolü Sempozyumu, Antalya, Turkey, 1 - 03 November 2017, pp.1-12X. Effect o f Total F iller  Content and Micron Particle Size on Biomachanical Performance of Nanohybrid   Composite Developed for Potential Dental ApplicationsYEŞİL ACAR Z., KİRAZ N., ASİLTÜRK M.V. Uluslararası Polimerikler Sempozyumu ve Çalıştayları, İzmir, Turkey, 2 - 04 November 2017XI. Development of Multifunctional Cellulose Acetetate Micro/Nanocapsules as pH-Responsive DrugCarriersDEMİREL TOPEL S., ASİLTÜRK M., TOPEL Ö.13th Nanoscience Nanotechnology Conference, Antalya, Turkey, 22 - 25 October 2017, pp.37XII. Synthesis and Characterization of Neodymium Sensitized Upconversion Nanoparticles for  Bio imaging   ApplicationsTOPEL Ö., Demirel Topel S., ASİLTÜRK M.13th Nanoscience Nanotechnology Conference, Antalya, Turkey, 22 - 25 October 2017, pp.346XIII. Magnetic-Upconversion Fe3O4-NaGdF4,Yb3,Er3 Luminescence Nanocomposites: Synthesis,Magnetization, Optical Properties And CytotoxicityDemirel Topel S., DOĞAN BİNGÖLBALİ N., ATEŞ B., TOPEL Ö., ASİLTÜRK M.13th Nanoscience Nanotechnology Conference, Antalya, Turkey, 22 - 25 October 2017, pp.167XIV. Toxic Equivalency Approach for Risk Assessment o f Polyaromatic Hydrocarbons, Antalya, Turkey Case StudyÖZKALELİ M., ERDEM A., Kurt Karakuş P. B., Günay A., MORAL Ç., ASİLTÜRK M.III International Conference on Environmental Science and Technology, Budapeşte, Hungary, 19 - 23 October 2017,pp.76XV. Evaluation of Dental Resin Nanocomposites Containing Nanosized/Microsized Fillers andHydrophobic and/or Antibacterial AgentsYEŞİL ACAR Z., KİRAZ N., ASİLTÜRK M.International Congress on, Chemical, Biological and Environmental Science, Kyoto, Japan, 9 - 11 May 2017XVI. Preparation and Characterization of Z inc Oxide/Activated Carbon Composites for  Heterogeneous   Photocatalysis ApplicationGÜNAY A., ÖZKALELİ M., MORAL Ç., ERDEM A., ASİLTÜRK M.International Congress on Chemical, Biological and Environmental Sciences, Kyoto, Japan, 9 - 11 May 2017, vol.1,no.1, pp.138-140XVII. Current Research Trends in Environmental Engineering: Content Analysis o f Publications on  MicropollutantsÖZKALELİ M., GÜNAY A., ASİLTÜRK M., MORAL Ç., ERDEM A.International Congress on Chemical, Biological and Environmental Sciences, Kyoto, Japan, 9 - 11 May 2017, vol.1,no.1, pp.35-37XVIII. Comparison of Two Different Photocatalyts for  Photodegredation of Bisphenol-A in Water under UV  
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