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I. Effect of nonthermal argon plasma treatment on the surface properties and phase transformation of

zirconia
Etibarh N., USTON 0., AKAN T.
Journal of Oral Science, cilt.65, sa.2, ss.136-140, 2023 (SCI-Expanded)

I. The effect of nonthermal argon plasma surface treatment on the fracture resistance of monolithic
zirconia restorations containing tetragonal and cubic grains
Bozogullari H. N, Yucel H. C., USTUN 0., AKAN T., Ozer F.
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III. A Comparative Study of Laser Irradiation Versus Sandblasting in Improving the Bond Strength of
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Titanium Abutments
USTON 0., Akar T., KIRMALI 0.
PHOTOMEDICINE AND LASER SURGERY, cilt.37, sa.8, ss.465-472, 2019 (SCI-Expanded)
IV. A Comparative Study of Laser Irradiation Versus Sandblasting in Improving the Bond Strength of
Titanium Abutments
USTON 0., AKAR T., KIRMALI 0.
PHOTOBIOMODULATION PHOTOMEDICINE AND LASER SURGERY, cilt.37, sa.8, ss.465-472, 2019 (SCI-Expanded)
V. Shear Bond Strength of Repair Systems to New CAD/CAM Restorative Materials
USTUN 0., Buyukhatipoglu L. K., Secilmis A.
JOURNAL OF PROSTHODONTICS-IMPLANT ESTHETIC AND RECONSTRUCTIVE DENTISTRY, cilt.27, sa.8, ss.748-754,
2018 (SCI-Expanded)
VI. Assessment the Bond Strength of Ceramic Brackets to CAD/CAM Nanoceramic Composite and
Interpenetrating Network Composite after Different Surface Treatments.
OZARSLAN M. M., USTUN 0., BUYUKKAPLAN U. S, BARUTGUGIL C., TURKER N., BARUTCIGIL K.
BIOMED RESEARCH INTERNATIONAL, cilt.1871598, ss.1-6, 2018 (SCI-Expanded)
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Sari F.,, USTUN 0., KIRMALI 0.

PHOTOMEDICINE AND LASER SURGERY, cilt.36, sa.4, ss.214-220, 2018 (SCI-Expanded)

VIII. The evaluation of stress patterns in porcelain laminate veneers with different restoration designs
and loading angles induced by functional loads: A three-dimensional finite element analysis study.
USTON 0., Oztiirk A. N.

NIGERIAN JOURNAL OF CLINICAL PRACTICE, cilt.21, sa.3, ss.337-342, 2018 (SCI-Expanded)

IX. Assessment the Bond Strength of Ceramic Brackets to CAD/CAM Nanoceramic Composite and
Interpenetrating Network Composite after Different Surface Treatments
Ozarslan M. M., USTUN 0., BUYUKKAPLAN U. $,, Barutcigil ¢, TURKER N., BARUTCIGIL K.
BIOMED RESEARCH INTERNATIONAL, cilt.2018, 2018 (SCI-Expanded)

X. Evaluation of Various Pretreatments to Fiber Post on the Push-out Bond Strength of Root Canal

Dentin
KIRMALI 0., GSTUN 0., Kapdan A., KUSTARCI A.
JOURNAL OF ENDODONTICS, cilt43, sa.7, ss.1180-1185, 2017 (SCI-Expanded)

XI. Evaluation of the shear bond strength of two resin cements on different CAD/CAM materials
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JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, cilt.30, sa.9, ss.983-993, 2016 (SCI-Expanded)
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Ustun K, Erciyas K, Sezer U, Senyurt S. Z., Gundogar H., Ustun 0., Oztuzcu S.
PHOTOMEDICINE AND LASER SURGERY, cilt.32, sa.2, s5.61-66, 2014 (SCI-Expanded)
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I. The Effect of Two Bulk-Fill Resin Composites on Fracture Resistance of Endodontically Treated

Teeth
Tuncay 0., USTON 0.
Cumbhuriyet Dental Journal, cilt.22, sa.3, ss.345-350, 2019 (Scopus)

II. The Effect of Two Bulk-Fill Resin Composites on Fracture Resistance of Endodontically Treated
Teeth
GUGLUER 0, USTON 0.
Cumbhuriyet Dental Journal, cilt.22, sa.3, ss.345-350, 2019 (Hakemli Dergi)

III. Surface roughness of 5 different materials used for fixation of implant attachment housings
OZARSLAN M. M., BUYUKKAPLAN U. S, TURKER N., USTOUN O.
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Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.28, sa.2, ss.138-143, 2018 (Hakemli Dergi)

Restoratif Materyallerin Direncini Olgen Mekanik Testler ve Klinik Etkileri

USTUN 0., OZARSLAN M. M., BUYUKKAPLAN U. §.

Tiirkiye Klinikleri, cilt.3, sa.3, ss.224-228, 2017 (Hakemli Dergi)

SURFACE ROUGHNESS OF 5 DIFFERENT MATERIALS USED FOR FIXATION OF IMPLANT ATTACHMENT
HOUSINGS

OZARSLAN M. M., BUYUKKAPLAN U. §., TURKER N., USTUN 0.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.26, sa.1, ss.24-28, 2016 (Hakemli Dergi)

SURFACE ROUGHNESS OF 5 DIFFERENT MATERIALS USED FOR FIXATION OF IMPLANT ATTACHMENT
HOUSINGS

OZARSLAN M. M., BUYUKKAPLAN U. §., TURKER N., USTUN 0.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.26, sa.1, ss.24-28, 2016 (Hakemli Dergi)

SURFACE ROUGHNESS OF 5 DIFFERENT MATERIALS USED FOR FIXATION OF IMPLANT ATTACHMENT
HOUSINGS

OZARSLAN M. M., BUYUKKAPLAN U. §., TURKER N., USTUN 0.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.26, sa.1, ss.24-28, 2016 (Hakemli Dergi)

Dishekimliginde Sonlu Elemanlar Stres Analiz Yontemi

USTON 0., OZTURK A. N.

Selguk Universitesi Dighekimligi Fakiiltesi Dergisi, 2006 (Hakemli Dergi)
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Rezin siman ve zirkonya arasindaki baglanma dayanimina farklh giiglerde Nd: YAG lazer 1sinlamasive
kumlama islemlerinin etkisinin incelenmesi

KIRMALI 0., USTUN 0., AKAR T., KAPDAN A.

23. Uluslararas Tiirk Prostodonti ve implantoloji Dernegi Bilimsel Kongresi, Mugla, Tiirkiye, 9 - 12 Kasim 2017
Dis cekimi sonrasi gelisen kemik defektlerinin multidisipliner tedavisi: Olgu sunumu

KIRMALI 0., GSTON 0., USTUN K.

23. Uluslararas Tiirk Prostodonti ve implantoloji Dernegi Bilimsel Kongresi, Mugla, Tiirkiye, 9 - 12 Kasim 2017
Nano seramik kompozit ve seramik braketler arasindaki baglanma kuvvetlerinin incelenmesi
BUYUKKAPLAN U. S, 0ZARSLAN M. M., USTUN 0., Barutgugil ¢, TURKER N., BARUTGIGIL K.

23. Uluslararas Tiirk Prostodonti ve implantoloji Dernegi Bilimsel Kongresi, Mugla, Tiirkiye, 9 - 12 Kasim 2017
Farkl giiclerdeki lazer uygulamalari titanyum abutment ile rezin siman arasindaki baglanti
dayaniminaetki eder mi?

KIRMALI 0., AKAR T., USTUN O.

23. Uluslararas: Tiirk Prostodonti ve implantoloji Dernegi Bilimsel Kongresi, Mugla, Tiirkiye, 9 - 12 Kasim 2017
TREATMENT OF HORIZONTAL ROOT FRACTURE USING MTA: A CASE REPORT

TUNCAY 0., GSTUN 0.

FDI World Dental Congress, 28 Agustos - 01 Eyliil 2017

Total disgsizligin implant destekli sabit protezlerle rahabilitasyonu

USTON 0., KIRMALI 0.

23.1ZDO Uluslararasi Bilimsel Kongre ve Sergisi, Izmir, Tiirkiye, 18 - 20 Kasim 2016

Mandibuler defektli bir hastanin implant destekli overdenture protezle protetik rehabilitasyonu Olgu
sunumu

USTON 0., KIRMALI 0., 0ZARSLAN M. M.

23.1ZDO Uluslararasi Bilimsel Kongre ve Sergisi, Izmir, Tiirkiye, 18 - 20 Kasim 2016

Estetik bolgenin immediat implantasyon ve ovoid dizaynli non fonksiyonel immediat protezle
restorasyonu Olgu sunumu

USTOUN 0., KIRMALI 0., USTUN K.

23.1ZDO Uluslararasi Bilimsel Kongre ve Sergisi, Izmir, Tiirkiye, 18 - 20 Kasim 2016



IX. IMPLANT DESTEKLI OVERDENTURE PROTEZLERE TUTUCU PARGCALARIN SABITLENMESINDE
KULLANILAN BES FARKLI MATERYALIN YUZEY PURUZLULUGUNUN DEGERLENDIRILMESI
USTON 0., BUYUKKAPLAN U. §., 0ZARSLAN M. M., TURKER N.
Izmir Dighekimleri Odas1 22. Uluslararasi Bilimsel Kongresi; IZMIR, izmir, Tiirkiye, 27 - 29 Kasim 2015
X. BITIRME VE PARLATMA iSLEMLERININ FARKLI KOMPOZIiT REZINLERIN YUZEY PORUZLULUOGU
UZERINE ETKILERI
USTUN 0., BUYUKKAPLAN U. §., BARUTCUGIL C.
22. Uluslararasi Tiirk Prostodonti ve Implantoloji Dernegi Bilimsel Kongresi; Belek, ANTALYA, Antalya, Tirkiye, 12
- 15 Kasim 2015
XI. FARKLI KALINLIKTAKi CAD CAM MATERYALLERININ REZiN SIMANIN RENK DEGiSiMiNE ETKisSi
USTUN 0., SECILMIS A, KORUCUOGLU K.
22. Uluslararas Tiirk Prostodonti ve implantoloji Dernegi Bilimsel Kongresi; Belek, ANTALYA, Antalya, Tiirkiye, 12
- 15 Kasim 2015
XII. The effect of finishing and polishing on the surface roughness of different composite resins
USTUN 0., BUYUKKAPLAN U. S., BARUTCIGIL C.
The 22th Scientific Congress of the Turkish Prosthodontic and Implantology Association, Antalya, Tiirkiye, 12 - 15
Kasim 2015, ss.1
XIII. SHEAR BOND STRENGTH OF THE INTRAORAL REPAIRSYSTEMS TO NEW CAD CAM MATERIALS
USTUN 0., SECILMIS A, KECIK BUYUKHATIPOGLU I.
47th CEDIADRMeeting (October 15-17,2015) (BelekAntalya,Turkey), Tiirkiye, 15 - 17 Ekim 2015
XIV. EVALUATION OF SHEAR BOND STRENGTH OF TWO RESIN CEMENTS ON DiFFERENT CAD CAM
MATERIALS
USTON 0., SECILMIS A., KECIK BUYUKHATIPOGLU I.
39th Annual Conference Of The European Prosthodontic Association; Prag, CEK CUMHURIYETI, Prag, Gek
Cumbhuriyeti, 3 - 05 Eyliil 2015
XV. Efficacy of various pre-treatments on the bond strength of denture teeth to denture base resins.
KIRMALI 0., GSTUN 0., AKGAKUS T.
39 th Annual Congress, European Prosthodontic Association, Prague, Cek Cumhuriyeti, 3 - 05 Eyliil 2015, ss.85
XVI. EVALUATION OF STRESS PATTERNS IN DIFFERENT CERAMIC LAMINATE VENEERS A 3D FEM
ANALYSIS
USTON 0., OZTURK A. N.
38th Annual Conference of the European Prosthodontic Association, istanbul, Tiirkiye, 25 - 27 Eyliil 2014
XVI. DIiODE LAZER ILE EPULIS FISSURATUM EKSIZYONU 2 OLGU SUNUMU
SECILMIS A, ARAS M. H., USTUN 0., KORUCUOGLU K.
YYU Dishekimligi Fakiiltesi Uluslararas1 Sempozyumu, Van, Tiirkiye, 4 - 07 Eyliil 2014
XVIII. ATESLI SILAH YARALANMASI SONUCU MANDIBULER DEVAMLILIGI BOZULAN HASTANIN PROTETIK
REHABILITASYONU OLGU SUNUMU
USTON 0., SECILMIS A., ARAS M. H.
YYU Dishekimligi Fakiiltesi Uluslararas1 Sempozyumu, Van, Tiirkiye, 4 - 07 Eyliil 2014
XIX. THE EVALUATiON OF STRESS PATTERNS IN LAMINATE VENEERS FEM STUDY
USTON 0., OZTURK A. N.
Pan European Federation of the International Association for Dental Research, London, Kanada, 10 - 12 Eyliil
2008

Desteklenen Projeler

KIRMALI 0., USTUN 0., Yiiksekégretim Kurumlar: Destekli Proje, Efficacy of various pretreatments on the bond strength
of denture teeth to denture base resins, 2018 - 2021

KUSTARCI A, GSTUN 0., ER K., GUNGOR 0., Yiiksekégretim Kurumlar: Destekli Proje, Yayn siireklilik destegi 2018, 2018 -
2021



KIRMALI 0., USTUN 0., KUSTARCI A, ER K., KAPDAN A, Yiiksekégretim Kurumlari Destekli Proje, Farkli yogunluktaki
Nd:YAG lazer ve kumlama yiizey islemlerinin zirkonyum oksit ile rezin siman baglama dayanimina etkisinin incelenmesi,
2015 -2018

Metrikler
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Odiiller

USTUN 0., 38 th Annual Conference of the European Prosthodontic Association Poster Prize, European Prosthodontic
Association, Eyliil 2014
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